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lllinois Department of Transportation
Bureau of Materials and Physical Research
QUALIFIED PRODUCER LIST OF CERTIFIED SOURCES FOR
PERFORMANCE GRADED ASPHALT BINDER

September 23, 2016

This list supersedes the September 9, 2016 list.
Standard Specifications for Road and Bridge Construction, Section 1032 (Adopted April 1, 2016)
Current Policy Memorandum, “Performance Graded Asphalt Binder Acceptance Procedure”

To learn more about the certification procedure click on the bookmark to the left, “Procedure for Certifying
a New Asphalt Binder”.

Source Location Source No. | Qualified Products
Ajax Asphalt Detroit, MI 7004-01 PG 58-28
PG 52-34

Apex Oil Company, Inc. St. Louis, MO 575-04 PG 64-22
PG 58-28

Asphalt Materials, Inc. Cicero, IL 423-02 SBS PG 76-28*
SBS PG 76-22*
SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*
PG 64-22

Asphalt Liquids, LLC Channahon, IL 6965-01 PG 64-22
PG 58-28
PG 46-34

Black Dog Corporation Rhinelander, WI 7005-01 PG 58-28

BP Products North America, Bartlett, IL 5627-13 PG 64-22
Inc. PG 58-22
PG 58-28
PG 52-28
PG 46-28
PG 46-34

BP Products North America, Chicago, IL 5627-16 PG 64-22
Inc. PG 58-22
PG 58-28
PG 52-28
PG 46-28
PG 46-34

*Polymer Modified
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Construction Resources Milwaukee, WiI 6462-01 SBS PG 76-22*
Management, Inc. SBS PG 70-22*

SBS PG 70-28*
SBS PG 64-28*
PG 64-22
PG 58-22
PG 58-28

Emulsicoat, Inc. Urbana, IL 2260-01 SBS PG 76-28*
SBS PG 76-22*
(University Ave.) SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*
PG 64-22
PG 58-22
PG 58-28
PG 52-28
PG 46-28

Emulsicoat, Inc. Urbana, IL 2260-03 PG 64-22
PG 58-22
(Saline Court) PG 58-28
PG 52-28
PG 46-28

Emulsicoat, Inc. Utica, IL 2260-05 PG 64-22
PG 58-22
PG 58-28
PG 52-28
PG 46-28

ExxonMobil Corporation Joliet, IL 5743-01 PG 64-22

*Polymer Modified
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Flint Hills Resources, LP Dubuque, IA 6220-01 SBS PG 76-28*
SBS PG 76-22*
SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*
PG 64-22
PG 58-22
PG 58-28
PG 52-28
PG 46-28

Flint Hills Resources, LP Davenport, IA 6220-02 PG 64-22
PG 58-22
PG 58-28
PG 52-28
PG 46-28

Flint Hills Resources, LP Rosemount, MN 6220-03 PG 64-22
PG 58-28

Flint Hills Resources, LP Savage, MN 6220-04 SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*

Gardner Asphalt Supply, LLC | Willow Springs, IL 4771-02 PG 58-28

Heartland Asphalt Materials New Madrid, MO 6528-01 PG 64-22
Heartland Asphalt Materials Memphis, TN 6528-02 SBS PG 76-22*

PG 64-22

Interstate Asphalt Corporation | Peoria, IL 5878-01 PG 64-22

Interstate Asphalt Corporation | Chicago, IL 5878-02 PG 64-22

PG 58-28

(Ameropan Oil Terminal) PG 46-34

Interstate Asphalt Corporation | Chicago, IL 5878-03 PG 64-22

PG 58-28

(Bell Oil Terminal)

*Polymer Modified
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Marathon Petroleum Co. Meredosia, IL 3913-02 SBS PG 76-22*
SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*

PG 64-22

PG 58-22

PG 58-28

PG 52-28

PG 46-28

Marathon Petroleum Co. Mt. Vernon, IN 3913-04 PG 64-22
PG 58-22
PG 58-28

Marathon Petroleum Co. Kuttawa, KY 3913-06 SBS PG 76-22*
SBS PG 70-22*
PG 64-22
PG 58-22
PG 52-28

Owens Corning Trumbull Summit, IL 1965-01 PG 58-28

Phillips 66 Company Channahon, IL 6763-01 PG 64-22
PG 58-22
PG 58-28

Phillips 66 Company St. Louis, MO 6763-02 PG 64-22
PG 58-22
PG 58-28

Phillips 66 Company Forest View, IL 6763-03 SBS PG 76-22*

SBS PG 70-22*

SBS PG 70-28*
PG 64-22
PG 58-22
PG 58-28

*Polymer Modified
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Phillips 66 Company Granite City, IL 6763-04 SBS PG 76-22*
SBS PG 70-22*

PG 64-22

PG 58-22

PG 58-28

PG 52-28

PG 52-34

PG 46-28

PG 46-34

Seneca Petroleum Co. Lemont, IL 1757-05 SBS PG 76-28*
SBS PG 76-22*
SBS PG 70-22*
SBS PG 70-28*
SBS PG 64-28*
PG 70-22
PG 64-22
PG 64-28
PG 58-22
PG 58-28
PG 52-28
PG 46-34

Seneca Petroleum Co. Peoria, IL 1757-10 SBS PG 70-22*
PG 64-22
PG 58-22
PG 58-28

Seneca Petroleum Co. Portage, IN 1757-11 PG 64-22
PG 58-22
PG 58-28

Seneca Petroleum Co. Lemont, IL 1757-12 PG 64-22
PG 58-22
(IMTT Terminal)

TexPar Energy, LLC Davenport, 1A 6364-01 PG 64-22
PG 58-28
PG 46-28

*Polymer Modified
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Tri-State Asphalt Morris, IL

3900-01

SBS PG 76-22
SBS PG 70-22
PG 64-22
PG 46-28
PG 46-34

Western Refining Co. St. Louis, MO

7006-01

PG 64-22
PG 58-28

*Polymer Modified



lllinois Department of Transportation
Bureau of Materials and Physical Research

Procedure for Certifying a New Asphalt Binder
Effective: June 26, 2015

A. Scope
Before materials can be used for a Department project, the manufacturer/supplier must have a
producer/supplier number assigned to their facility. The following guidelines are provided to clarify
the submittal requirements and expedite the process.

B. Certified Producer/Materials By Policy Memorandum
Performance Graded Asphalts are certified by Policy Memorandum 1-08.1 “Performance Graded
Asphalt Binder Acceptance Procedure” which can be found at the following internet link.

http://www.idot.illinois.qgov/Assets/uploads/files/Doing-Business/Specialty-
Lists/Highways/Materials/Materials-&-Physical-Research/Bituminous-Chemistry/1-
08.1asphaltbinder.pdf

For questions concerning the Policy Memorandum please contact Mr. Ron Price at (217) 782-7961.
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